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Gu Zn Pb Fe Tensile
G E: fn % Strength
(%) {%) (%) (%) {N/we)
SPEC. Min 640000 R 294.000
MAX 64,0000 0,0500 0.0500 373.000
5BCS1ED 65.2700. R FRED . 0.003% 0.0080 348823
64. 2794% A1 0.0034% EEN TS
- Blank Line ~
Elongation Hardness Grainfize Thickness Width
. : {Outdiametsr) {Thickness)
(%) {Mv500g) (mm) {mm) {mm)
SPEC, Min Sp,000 0.020 06.240 308.000
MAX 85.000 0.030 0.2BC_I 311.000
55C91E0 56,000 74.000 0.925 0.242 310.000
0.252 310.000
~ Blank Lins =
BendingTest . Appearance Woight
(Badway}
(kg)
SPEC. Min {180,
MAX - R/ t=0.0)
£9C91ED Good Good 4,607.000
- Biank Line -

Remark : We hereby certify that above material has been
tested to comply with the specification,

K. Chot




