TYPICAL ANAL YSIS (#Sa¥{ F+ 2 H)

Eiemant %

Zinc & Remainder F R ED L DI Y
Aiumirhium &5 4.09

Magnesium £ 0.046

Lead 45 0.0017 £a1& 0. 0017%

ron ¢ 0.0040

Cadmium %2 0.0009

Tin 0.0005

Copper & 3.0017

Thailium $¢ less thah 0.0002
Lndium 2 less thah 0.000%
‘Sillcon #  less thah 0.005
Nickel %8 less thah 0.0002

STANDARDS
EZDA 3 complies with the chemical composilion requirements
Ot the tollowing standards
Australian AS1881-1986 ZnAl 4
Brilish BS 1004:1872(19355) Alioy A
Amerlcan ASTM B 240-88 £33521
Japanese JLS H 2201-1957 Zinc alioy Class 2

German  DIN 1743 Pt 1-1878 GB Zn Al4
1ISO ISO  301-1981 ZN Al4
FORM AND PACKING
Large Small
Mass 9.4kg 5.3kg
Dimensions(mm) 460x106x38  445x100x20
Slabs per bundie 112 208
Bundle mass 1050kg 1100kg

Bundle dimensions(imm) 930x480x870 906x445 600
Mass and Dimensions all nominal.



