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Attn. Mr, Tamura

| TN > e
; Zine Alloy EZDA 3 #8054 v X b+
SRAR A BRI 5y
‘ Chemical Specifications| Typical Analysis

Aluminum Al §= 3.9-4.3% 4,00% '
iMagnesinm Mg o 0.04 - 0.08% 0.059% '
Copper . Cu  §f 0,03% max. <0.001% |
Iron - Fe 7 0.02% max 0.003%
Tead Pb 4 0.003% max 0.0019%
Cadmium Cd (-2 0.002% max 0.0006%
Tin Sn 85 0.001% max <0.0005%
INickel NI R 0.001% max .  «0.001%
Indium In ¢ 0.0005% max <0.0005%
fthallium ‘11 & 0.001% max 0.0002%
Silicon S 0.02% max T <0.005%
Zinc Zn & Remainder fr X Remaindey =5
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Size Per Unit Omm x 106mm x 38mm
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| Weight Per Unit S #19.4Ka
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' Size Per Bundie | 930mm x 460mm x 570mm :
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Weipht Par Rundiol #7 1000KG i




